
FRIEDMAN & BRUYA, INC. 

ENVIRONMENTAL CHEMISTS 

Date of Report: August 28, 1995 
Date Received: August 24, 1995 
Project: Acid Tanks, PO M 70452 
Date Extracts Analyzed: August 25, 1995 

RESULTS FROM THE ANALYSIS OF PROCESS WATER SAMPLES 
FOR PERCENT ACID BY WEIGHT 

Sample ID 

M 70452 A 

M 70452 B 

Quality Assurance 

M 70452 A 
(Duplicate) 

ACU0828R 

% Acid 

6.3% 

8.8% 

6.4% 

AKC-0012S93 



FRIEDMAN & BRUY A, INC. 

ENVIRONMENTAL CHEMISTS 

Date of Report: August 28, 1995 
Date Received: August 24, 1995 
Project: Acid Tanks, PO M 70452 
Date E){tracts Analyzed: August 25, 1995 

RESULTS FROM THE ANALYSIS OF PROCESS WATER SAMPLES 
FOR SPECIFIC GRAVITY 

Sample ID 

M 70452 A 

M 70452 B 

ACU0828R 

@ 15.56 °C 

Specific Gravity 

1.2 

1.3 

AKC-0012S94 



FRIEDMAN & BRUY,A, INC. 

Andrew John Friedman 
James E. Bruya, Ph.p . 

. (206) 285-8282 

Gerald Thompson, Proje~t Leader 
Alaskan Copper Works . 
628 South Hanford .. 
Seattle, WA 98134 

Enclosed are the results from the testing of material . submitted on ,August 24, 
1995 from your Acid Tanks, POM 70452 project. . 

'. ~ - -- -. - '- \ , ", : -- --. , . , - - - '. "'. ' ," ," -.' : ' " 

We appreciate this opportunity tOQ~ Qfservic~ toyou andhope you will call if 
you should have any questions. . 

. Sincerely, 

FRIEDMAN & BRUYA, INC. 

~~ 
Bradley T. Benson 
Chemist 

keh 

" .. ', 

AKC-0012595 
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F~JEDHAN & BRUY A, INC. 
Y: 2 16th Avenue West 
. td e . WA 98119·2029 

{; 785·8282 

SAMPLE CHAIN OF CUSTODY 
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· FRIEOM:N& BR~YA,~C;. • ••• 

Andrew John Friedman 
James E. Bruya, Ph.D. 

, (206) 285-821;12 ' 

ENVIRONMENTAL CHEMISTS 

Gerald Thompson, Project ~eader 
Alaskan Copper Works, 
628 South Hanford ' 
Seattle, W A 98134 

3012 16th Avenue West 
Seattle, WA 98119-2029 

FAX: (206) 283~5044 

Enclosed are the results from the testing of material submitted on Au~st 24, 
1995, from your Metro Se,lfMonitor, POM 7045~ project. " ' , " 

We appreciate this OPPol.'tunity to be()f service to you an<lhope you will call if 
you ~hould have any questions. ' , 

, Sincerely, ' 

, keh 
'Enclosures 
FAX: 382-7335 

AKC-0012S97 



Alaskan Copper Works 
\ 628 South Hanford 

Seattle, WA 98184 

RE: 

3012 16th Avenue West 
Seattle, WA 98119-2029 
. ' FAX: (206) 283 75044 
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AKC-0012598 


